
Technical Data Sheet

Englisch Arbelave Buckram
Library cloth according to RAL RG 495

Description 100 % cotton cloth with a white wheat starch back and
a pigmented acrylic coating

Surface pH value 6.8

Property Units Test method Target Lower limits Upper limits
Weight g/m² BS EN 2286 240 220 270
Thickness μm BS EN 2286 310 260 360
Tensile strength – MD

N / 50 mm BS 3424/4
650 600 700

Tensile strength – CD 450 400 500
Extension at break – MD

% BS 3424/4
6 3 ---

Extension at break – CD 22 18 ---
Tensile test Kpa --- 600 325 ---

Foil blocking Full clean foil block at 110° C with a minimum
dwell time of 1 sec.
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